
Silver Metallic
Gold Metallic
Black Gloss
Pearl
Champagne
   

Fire Testing

Passed all requirements.

ASTM - E84

 

Class A

Specifications/Testing/Certification
Federal Specifications

CCC-408- D Type II   Class A
WA Specifications

W - 101   Type II  Class A

NFPA 286

 

Class A
NFPA 286 Life Safety Code 101  Class A

Breaking Strength
Machine direction-warp: 

Exceeds type II minimum of 25lbs.

Cross machine direction-fill:
Exceeds Type II minimum of 55lbs.

Tearing Strength
Machine direction-warp:

Exceeds Type II minimum of 25 lbs.

Cross machine direction-fill:
Exceeds Type II minimum of 25lbs.


